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Location 917
Arsenic = 0
Lead = 74
Antimony = 0

Location 918
Arsenic = 0
Lead = 830
Antimony = 0

Location 924
Arsenic = 4
Lead = 103
Antimony = 0Location 923

Arsenic = 0
Lead = 252
Antimony = 0

Location 920
Arsenic = 0
Lead = 4822
Antimony = 355

Location 919
Arsenic = 0
Lead = 2388
Antimony = 231

Location 921
Arsenic = 0
Lead = 1827
Antimony = 157

Location 922
Arsenic = 0
Lead = 1640
Antimony = 187
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Lon: -87.493691

● XRF Sample Location
Niagara LaSalle Parcel Boundary
XRF Results < 300 Parts Per Million
XRF Results 300-400 Parts Per Million*
XRF Resuts > 400 Parts Per Million
Site Centerpoint

µ

Niagara LaSalle Corporation
(Formally Known As 

LaSalle Steel Company)
XRF Screening Results

EPA ID # IND000815498
1412 150th St, Hammond, IN

Lake County, Indiana
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* XRF results may be closer to or exceed
400 PPM due to moisture interference

Mapped By: Matthew Canale, IDEM, Office of Land Quality, 
Science Services Branch, Engineering & GIS 
Services, April 20, 2017 

Sources: - Non orthophotography data obtained from the 
State of Indiana Geographic Information Office 
Library  
- Orthophotograpy obtained from 2011-2013
Indiana Map framework data
(www.indianamap.org) 
- Sample locations obtained from IDEM OLQ
Sampling database (SampDB) 

Disclaimer: This map is intended to serve as an aid in 
graphic representation only.  This information is 
not warranted for accuracy or other purposes. 
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